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Test Report

Report ID: SHA03-24017559-CS-01En

Sample Name: Dark Violet Glass Bottle And Jar

SampleOrigin: Customer Sample Delivery

Applicant: Jiangyin Uzone International Trade Co.,Ltd

Shanghai WEIPU Testing Technology Group Co., LTD.



Report ID:SHA03-24017559-CS-01En Page:2 / 5

Building 9, No.135Guowei Road, Yangpu District, Shanghai（200438）400-700-8005  www.weipugroup.com 

Compiled by:

Approved by:

Issued Date: 2024-02-04

Test Report
Applicant: Jiangyin Uzone International Trade Co.,Ltd

Address:
1006-1008 室  Rm.1006-1008 Zhifu Mansion,299#North Tongdu Rd.,Jiangyin 
Jiangsu China

The following sample(s) was/were submitted and identified on behalf of the applicant:

Sample Name: Dark Violet Glass Bottle And Jar

Sample Description: Solid

Batch No.: /

Sample Model: /

Received Date: 2024-01-31

Completion Date: 2024-02-04

Test Requirement(s) Please refer to next page(s)

Test Result(s): Please refer to next page(s)

Remark(s):
The current test report is the English version of the report number 
“SHA03-24017559-CS-01Cn”. In case of any discrepancy between Chinese version 
and English version, the Chinese version shall prevail for the test.
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1. Test Results: 

Sample No. Sample Name Test Item(s) Test Result(s) Reference Standard(s)

2401008926-1
Dark Violet 

Glass Bottle And 
Jar

Ultraviolet 
transmittance

Please refer to 
attachment 2.1

In house

Note(s)：

1.   Test wavelength range: 300~700nm.

2.   Brand: UZGC

3.   Material: Dark Violet Glass

4.   Main model: UVG50093

5.  Series model: UVG1001824, UVG601825, UVG501826, UVG301827, UVG151828, UVG101829, UVG51830, 

UVG2018126, UVG1202431, UVG302434,  UVG1002432, UVG502433, UVG602065, UVG301866, UVG151867, 

UVG101868, UVG20069, UVG10070, UVG5071, UVG3072, UVG2002482,  UVG20024127, UVG1002488, UVG5024128, 

UVG100092, UVG20095, UVG25098, UVG15096, UVG30094, UVG10097, UVG250104, UVG200105,  UVG150106, 

UVG100107, UVG50108, UVG30109, UVG15110, UVG10103, UVG5123, UVG5124

****End of page ****
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2. Typical Attachment(s)： 
2.1UV-vis

Fig.2.1-1 “2401008926-1” UV-vis spectrogram

****End of page ****
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Sample Picture(s)

****End of Report****

—— DECLARE ——

1. The report is invalid without the stamp of “Special Seal for Inspection or Testing” or without “Special Seal for the Report” or 

without the signature of the approver.

2. No unauthorized changes, additions or deletions shall be made to the report.

3. Neither fragmented report nor its incomplete copy shall be deemed valid. The complete copy is invalid without the stamp of 

“Special Seal for Inspection or Testing” or “Special Seal for the Report”.

4. Any queries on the report shall be presented to us within 15 working days after receipt of the report.

5. The results described here in this report are based on the sample(s) tested. The data and results shown in the report without 

CMA logo are not used as proof for society, only for internal uses.

6. The applicant takes full responsible for the truthfulness of the testing sample(s) and information related thereto.

7. Without the permission of the company, any party is prohibited from using the test results and the report for undue publicity.


